
Typical Product Specifications & Properties

Glycerol monostearate
CAS Number: : 123-94-4

Specifications Limits

Appearance Off white powder

Monoester content 40% Min.

Iodine Value 2 gI2/100g Max.

Ash 0.15% Max.

Free Glycerine 2.0% Max.

Moisture 1.0% Max.

Iron 10 ppm Max.

Saponification Value 165-176 mg KOH/g

Color, Gardner 3 Max.

Acid Value 2.0 mg KOH/g Max.

Melting Point 56ºC

Heavy Metals 10 ppm Max.
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Specifications Limits

Chemical Structure

https://www.parchem.com/
https://www.parchem.com/quote
https://www.parchem.com/quote
https://www.parchem.com/specialty-chemical-raw-material-quality-control#iso
https://www.parchem.com/specialty-chemical-raw-material-quality-control#usda
https://www.parchem.com/specialty-chemical-raw-material-quality-control#kosher
https://www.parchem.com/specialty-chemical-raw-material-quality-control#dea
https://www.parchem.com/specialty-chemical-raw-material-quality-control#atf
https://www.parchem.com/specialty-chemical-raw-material-quality-control#ttb

