
Typical Product Specifications & Properties

Lithium Sulfate Anhydrous
CAS Number: : 10377-48-7

Specifications Limits

Molecular weight 109.94

Density 2.22 g/ccm at 20C

Assay typical 99.0%

Na typical 0.08%

K typical 0.08%

Fe typical 0.0007%

Cl typical 0.04%

Heavy Metals typical < 0.002% as Pb

Appearence white, crystalline powder

Grain size 90% < 0.15 mm

H2O typical 0.25% at 110C

Ca typical 0.012%
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Specifications Limits

Mg typical 0.004%

Melting Point 860C
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