
Typical Product Specifications & Properties

Stearic Acid 400 (Rubber Grade)
CAS Number: : 57-11-4

Specifications Limits

Stearic Acid (C18) 36%

Oleic Acid (C18:1) 9%

Color % Trans@ 550 nm 40 Min.

Iodine Value 10.0 Max.

Palmitic Acid (C16) 50%

Myristic Acid (C14) 3%

Moisture 0.30% Max.

Margaric Acid(C17) 3%

Titer,°C 52.0 Min.

Unsaponifiable Matter 2.0% Max.

Color % Trans@ 440 nm 35 Min.

Acid Value, mg KOH/g 193.0 - 212.0
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Specifications Limits

Typical Fatty Acid Composition
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